
COLD-GALVANIZED BY THE 
ELECTROLYTIC PROCESS
Flat-rolled steel for cold forming

NORM: UNI EN 10152 (December 2004 edition) requirements and quality characteristics

Flat products made of low-carbon steel

QUALITY Mechanical Properties Chemical Analysis

FLOW LINES

SURFACE FINISH Rugosità Ra     (solo pervio all’atto dell’ordine) OUTER APPEARANCE

COATING Valore nominale Valore minimo COATING ADHESION

SURFACE PROTECTION Sigla



NORM: UNI EN 10131 (Nov. 2006 ed.) dimensional and geometric tolerances

THICKNESS (mm) Normal Special

FOR SHEETS AND COILS
THICKNESS (mm) Normal Special

FOR TRIMMED TAPE AND STRIPS
WIDTH (mm) < 125 125 - - 249 250 - - 399 400- - 599

PERPENDICULARITY (OUT OF SQUARE) STRAIGHTNESS (CENTERING)LENGHT (mm) Normal Special

PLANARITY (mm) Nominal thickness


